


EDGE PROCESSING: BULL - HALF BULL - STRAIGHT

SLIP RESISTANCE TEST
Norma DIN 51130 (06/2004)

B.S WHITEBUSHHAMMERED
WITH BULL EDGE PROCESSING

WITH BULL EDGE PROCESSING

WITH BULL EDGE PROCESSING

ETNA BLACKBUSHHAMMERED

B.S IVORYBUSHHAMMERED

Lenght: mm 500

Thickness: 
mm 30

Width: mm 300

NON - SLIP R13
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POOL EDGES AND STIARS IN MONOSTRATO VULCANICO OF ETNA


